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              The Metallurgical Product Quality Inspection Station

 in Autonomous Region of The Zhuang Ethnic Minority  in Guangxi  Province 
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Client(Entrusting Party):
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Guangxi Nanning Zanch Wine Co.Ltd
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Sample: Manganese Ores
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Sender：MR.Liu Bo 

Administrator
打字机

Administrator
打字机

Administrator
打字机
Type of Inspection: Commissioned Inspection
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Date of Receipt of Samples:2021.7.20
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Period of Inspection:2021.7.20~ 2021.7.22
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Date of Issue:2021.7.27
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Methodology of The Test 
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Sample No.
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Lot No.
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Quantity
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 Status
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Results of Actual Measurements
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In block form, packed in plastic bags to meet testing requirements
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Remarks: 

The measured results of Fe in this test report have exceeded the detection range of Method GB/T 1508-2002 Method 1, which has a detection range of 2%-25% for Fe; 

The test basis/method used for Co (agreed with the client) is not within the competence of this Inspection Station approved by the official qualification department , therefore the test results are  being used neither provocative  nor notarized , only for reference .
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