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The measured results of Fe in this test report have exceeded the detection range of
Method GB/T 1508-2002 Method 1, which has a detection range of 2%-25% for Fe;
The test basis/method used for Co (agreed with the client) is not within the competence of
this Inspection Station approved by the official qualification department , therefore the test
results are being used neither provocative nor notarized , only for reference .
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Guangxi Nanning Zanch Wine Co.Ltd
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Sample: Manganese Ores
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In block form, packed in plastic bags to meet testing requirements
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Remarks: 

The measured results of Fe in this test report have exceeded the detection range of Method GB/T 1508-2002 Method 1, which has a detection range of 2%-25% for Fe; 

The test basis/method used for Co (agreed with the client) is not within the competence of this Inspection Station approved by the official qualification department , therefore the test results are  being used neither provocative  nor notarized , only for reference .
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